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TESTS

( A )

TEST REPORT

CONDUCTED

TEST RESULT SUMMARY:

TESTING ttTEM RESULT

CADMILIM (Cd)CONTENT(ppm) ND

LEAD (Pb)CONTENT(ppm) ND

MERCURY (Hg)cONTENT(ppm) ND

CHROMIUM VI (Cr6+)cONTENT(ppm)(FOR NON― METAL) ND

POLYBROMINATED BIPHENYLS (PBBS)(ppm)

MONOBROMINATED BIPH口 NYLS (MonOBB) ND

DttBROMINATED BIPHENYLS (DttBB) ND

TRIBROMINATED BIPHENYLS (TriBB) ND

TETRABROMINATED BIPHENYLS (TetraBB) ND

PENTABROMINATED BIPHENYLS (PentaBB) ND

HEXABROMINATED BIPHENYLS (HexaBB) ND

HEPTABROMINATttD BIPHENYLS (HeptaBB) ND

OCTABROMINATED BIPHENYLS (OCtaBB) ND

NONABROMINATED BIPHENYLS (NonaBB) ND

DECABROMエ ト臣ヽ TED BIPHENYL (DecaBB) ND

SUttVI or PBBs ND

POLYBROMINATED DIPHENY14 ETHERS (PBDEs)(ppm)

MONOBROMINATED DIPHENYL ETHERS (MOnOBDE) ND

DIBROMINATED DIPHENYL ETHERS (DiBDE) ND

TRIBROMINATED DIPHENYL ETHERS (TriBDE) ND

T口 TRABROMINATED DIPHENYL ETHERS (TetraBDE) ND

PENTABROMINATED DIPHENYL ETHERS (PentaBDE) ND

HEXABROMINATED DIPHENYL ETHERS (HexaBDE) ND

HEPTABROMINATED DIPHENYL ETHERS (HeptaBDE) ND

OCTABROMINATED DIPHttNYL ETHERS (OctaBDE) ND

NONABROMINATED DIPHENYL ETHERS (NonaBDE) ND

DECABROMINATED DIPHENYL ETHER (DecaBDE) ND

SUM OF PBDEs ND

REMARKS:

ppm = PARTS PER MILLION = mg/kg

ND  = NOT DETECTED

★ ★ 求 求 ★ ★ ★ ★ ★ ★ ★ ★ ★ ★ ★ ★ ★ ★ ☆ ★ ★ ★ ★ ★ ★ ★ ★ ★ ★ ☆ ☆ ★ 求 ★ ★ ★ ★ ★ ☆ ★ ★ ★ ★ ☆ ★ 求 ☆ ★ ★ ★ ★ ★ 求 ★ ☆ ☆ ★ 求 ☆ ★ 求 ★ ★ ★ ★ ☆ ☆ ★ ★ ★
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NUMBER: SHAH0007■ 386TEST REPORT

TESTS CONDUCTED

(B)TEST METHOD:

TESTING ITEM TESTttNG METHOD
REPORTING

LIMIT

CADMIUM (Cd)CONTENT WITH REFERENCE TO

USEPA 3052,BY ACID

DIGEST工 ON AND

DETERMINED BY ICP― OES

2 ppm

LEAD (Pb)CONTENT WITH REFERENCE TO

USEPA 3052′  BY ACID

DttGttSTION AND

DETERMINED BY ICP― OES

2 ppm

MERCURY (Hg)cONTENT WITH REFERENCE TO

USEPA 3052′  BY ACttD

DIGEST工 ON AND

DETEIRMINED BY ICP― OES

2 ppm

CHROMIUM VI (Cr6+)cONTENT WITH REFERENCE TO

USEPA 3060A & 7■ 96A′

BY ALKALINE DIGESTION

AND DETERMINED BY UV―

VIS SPECTROPHOTOMETER

■ ppm

MONOBROMINATED BIPHENYLS (MonOBB)

DIBROMINATED BIPHENYLS (DttBB)

TRIBROMINATED BIPHENYLS (TriBB)

TETRABROMINATED BIPHENYLS (TetraBB)

PENTABROMINATED BIPHENYLS (PentaBB)

HEXABROMINATED BIPHENYLS (HexaBB)

HEPTABROMINATED BIPHENYLS (HeptaBB)

OCTABROMINATttD BIPHENYLS (OctaBB)

NONABROMINATED BIPHENYLS (NonaBB)

DECABROMINATED BIPHENYL (DecaBB)

MONOBROMINATED DIPHENYL ETHERS (MonOBDE)

DttBROMINATED DIPHENYL ETHERS (DttBDE)

TRIBROMINATED DIPHENYL ETHERS (TrttBDE)

TETRABROMINATED DIPHENYL ETHERS (TetraBDE)

PENTABROMINATED DIPHENYL ETHERS (PentaBDE)

HEXABROMINATED DIPHENYL ETHERS (HexaBDE)

HEPTABROMINATED DIPHENYL ETHERS (HeptaBDE)

OCTABROMINATED DIPHENYL ETHERS (OctaBDE)

NONABROMINATED DIPHENYL ETHERS (NonaBDE)

DECABROMINATED DIPHENYL ETHER (DecaBDE)

WITH   REFERENCE   TO

USEPA    3540C′     BY

SOLVENT    EXTRACT王 ON

AND   DETERMINED   BY

GC/MS AND HPLC

5 ppm

5 ppm

5 ppm

5 ppm

5 ppm

5 ppm

5 ppm

5 ppm

5 ppm

5 ppm

5 ppm

5 ppm

5 ppm

5 ppm

5 ppm

5 ppm

5 ppm

5 ppm

5 ppm

5 ppm

★ ★ ★ ★ ☆ ☆ ★ 求 ★ ★ 求 ★ ★ ★ ★ ★ ★ ★ ★ ★ ★ ★ ★ ☆ ★ ★ ☆ ☆ 求 ★ 求 ☆ 求 ★ ★ ☆ 求 ★ ★ ★ ★ ★ ★ 求 ★ ★ ☆ ★ ★ ☆ ★ 求 ★ ☆ ★ ★ ☆ ★ ★ ★ ★ ★ ★ ★ ★ ★ ★ ★ ☆ 求
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TEST REPORT NUMBER: SHAH0007■ 386

TESTS CONDUCTED

C RoHS REMlビ N!ユ

RESTRICTED SUBSTANCES LIMITS

CADMttLTM (Cd) 0.0■ 者 (■ 00 ppm)

LEAD (Pb) 0.■ 者 (■ 000 ppm)

MERCURY (Hg) 0。 ■者 (■ 000 ppm)

CHROMIUM (VI) (Cr6+) 0。 ■者 (■ 000 ppm)

POLYBROMINATED BIPHttNYLS (PBBS) 0.■ 者 (■ 000 ppm)

POLYBROMttNATED DIPHENYL ETHERS (PBDEs) 0。 ■者 (■ 000 ppm)

THE ABOVE LttMITS WERE QUOTED FROM 2002/95/EC AND AMENDMENT

2005/6■8/EC.

COMMENT: THE DATA SHOWN IN THIS REPORT MEET THE LIMITS OF RoHS

(2002/95/EC)REQU工 REMENT.

DATE SAMPLtt RECEIVED: 」 UL.■ 7′ 2008

TESTINC pERIOD: 」 UL.■ 7′ 2008 TO JUL.22′  2008

★ ★ ★ ☆ ★ ★ ★ ★ ☆ ★ 求 ★ ★ ☆ ★ ★ ☆ 求 ★ ★ ★ ☆ ★ ★ ★ ★ ★ ★ ★ ★ 求 ☆ ☆ ★ ★ 求 求 ★ ★ 求 ★ ★ ☆ ★ ★ 求 ★ ☆ ★ ★ ★ ★ ★ ☆ ★ ☆ ★ ★ ★ 求 ☆ ☆ ★ ★ 求 ★ 求 ★ ★ ☆
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TESTS CONDUCTED

MEASUREM口 NT FhOWCHART

■.TEST FOR Cd/Pb/Hg CONTENTS(USEPA3052)

Weigh samp■ e alld

place in a lnicrowave
digestion vesse■

Analyze by ICP― OES

Weigh sample in an

Er■ enmeyer f■ ask

Adヨust the pH of the
soユ ution to 2.0± 0.5 and

make up with deionized

water

母

Add   digestiOn

reagent

Make up with

de■ onュ zed water
Transfer the

digestive solution

into a volunetric

f l a s k

Make up with

de■ on■ zed water

ゆ

伸ф

2.TEST FOR CHROMIUM (VI)CONTENT

ゆ

Add digestiOn

so■ ution  and

heating    at

hot plate

ф中

Add

dipheny■ carbazide

so■ ution     、

Ana■ yze the mixture by using
UVttViS Spectrophotometer with

wave■ ength set at 540 nm

★★★求キキ求★☆★★★★★★☆★★☆★★☆★☆★★★★☆★ ★ ☆ ★ ★ 求 ★ ★ ★ 求 十 ★ ★ ★ 求 ★ ★ 求 求 ★ 求 ★ ★ 求 ★ ★ ☆ ★ 求 ★ ★ ☆ ★ ☆ ★ ★ ★ ★ ☆ ★ 十

TO BE CONT工 NUED

Digest samp■ es in

microwave digestion

oven

Adヨust the pH of the

so■ ution to 7.5± 0.5 and

transfer the so■ ution to

a vo■ unetric flask
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3

TEST RIPORT

TESTS CONDUCTED

TEStt FOR PBBs/PBDEs CONTENTS

Weigh sample and

place in a
thimb■ e

ExtraCted by Soxhlet

extraction with organic

so■ vent

Make up with organic

solvent

い

Analyze by CC― MSD

/1PLC

☆☆★★★★★求★★☆十☆☆☆★求求★★★求★★求求☆☆★★求★★求求★☆★★☆★★★★☆☆★求★★★求★★☆求求☆☆求★★☆★求★★★★求

TO BE CONTINUED

ф伸

TransEcr the extract

into a volumetric

flask

Concentrate

the extract
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TEST REPORT NUMBER: SHAH0007■ 386

TESTS CONDUCTED

☆ ★ ★ ★ ★ ★ ★ ★ ★ ☆ ★ ★ 求 ★ ★ ★ ★ ★ ★ ☆ ★ ☆ ★ 求 ★ ★ ★ ★ ★ 求 ☆ 求 ★ ★ ★ ☆ ★ ★ ☆ ☆ ★ 求 ★ 求 ☆ 求 ★ 求 ★ ★ ★ ★ ☆ ★ ★ ★ ★ ★ ★ ★ ★ ★ ★ ★ ☆ ★ 求

END OF REPORT
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